
 

 

 

 

 

 

 

 

 

SampleΦ600Φ300RatioMoistureSwell IndexWater AbsorptionFiltrate Volume

133262/78/881752016

 API Grade

SampleΦ600Φ300RatioMoistureSwell IndexWater AbsorptionFiltrate Volume

244385/337/251752015

Ocma Grade

SampleΦ600Φ300RatioMoistureSwell IndexWater AbsorptionFiltrate Volume

348437/608/981855012

High Yield Grade

SampleΦ600Φ300RatioMoistureSwell IndexWater AbsorptionFiltrate Volume

453488/607/962057010

High Viscosity


